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a b s t r a c t

We report on the evolution of the microstructure of Tb-Fe-Ga films deposited by co-sputtering from
Tb33Fe67 and Fe72Ga28 targets. The sputtering power was fixed (90 W) in the Fe72Ga28 whereas it was
increased from 50 to 90 W in the Tb33Fe67 target resulting on TbxFe73Ga27�x layers with 7 � x � 11. The
local structure was determined by means of x-ray absorption fine structure spectroscopy at Fe-K, Ga-K
and Tb-L3 edges. The increase of Tb in the alloy promotes the phase segregation that produces a larger
amount of the TbFe2 structural phase. The structural results have been correlated with the magnetic
characterization that shows the enhancement of the out-of-plane component of the magnetization.

© 2017 Elsevier B.V. All rights reserved.
1. Introduction

TbFe2 has been deeply studied due to its huge magnetostriction
constant (ls) of around 4000 ppm at 10 K and 2500 ppm at room
temperature [1]. Later, it was discovered the existence of perpen-
dicular magnetic anisotropy (PMA) in this binary alloy and the in-
fluence of growth conditions and composition on it [2e7].
Nevertheless, the high coercivity and brittleness of Tb-Fe reduce
the practical applications of this material. Fe-Ga alloys appeared in
2000 as an option to TbFe2 due to their lower coercivity and price,
combined with a higher mechanical reliability and chemical sta-
bility together with a reasonably high ls of 440 ppm at room
temperature [8,9]. The existence of PMA in Fe-Ga has also been
reported, with particular features such as rotatable magnetic
anisotropy [10e12].

An interesting possibility is the combination of these two
binary alloys in order to achieve a system with a lower coercivity
than TbFe2 but superior magnetostriction than Fe-Ga. Another
option to be explored due to the existence of PMA in TbFe2 and
Fe-Ga for some specific conditions is tuning the out-of-plane
magnetization component of thin films. Recently, there have
appeared works about ternary Tb-Fe-Ga alloys in two regions of
composition. On the one hand, there are reports about Fe100-xGax
alloys with x ~17 at.% and x ~27 at. % doped with a quantity of Tb
not above 1 at.% [13e20]. In particular, ls shows an increase of
~250% in (110)-textured polycrystalline alloys doped with a
0.3 at.% of Tb [16]. The second explored compositional range has
been TbyFe100-x-yGax alloys with y between 7 and 11 at.% and x
from 13 to 20 at.% obtained by co-sputtering [21e24], i.e. higher
Tb contents than in other works. In these latter cases, studies
have been focused on the PMA of the ternary alloys. One of the
main differences between these two compositional regions
studied so far is the microstructure. When the Tb content is
rather low (below 1 at.%), it has been found by x-ray diffrac-
tometry (XRD) that typically the alloys exhibit a bcc structure
similar to what is observed in Fe-Ga alloys [14] whereas it is
closer to that of TbFe2 in the second compositional regime for
much higher Tb contents [21,22]. Nevertheless, in this Tb-rich
region it has also been reported the existence of two segre-
gated phases in co-sputtered ternary thin films TbxFe73Ga27�x
with 7 at. % � x � 11 at. % [23]. For 7 at. % of Tb, characteristic
peaks related to the presence of alloys close to both TbFe2 and
Fe-Ga have been observed by XRD. In general, sputtered Fe-Ga
alloys with a Ga content up to 30 at. % show the same bcc
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Fig. 1. Scheme of the targets configuration, sputtering beam direction and reference
direction. The in-plane magnetic axis has been found to coincide with the reference
direction.

Table 1
Summary of the ternary and binary alloys studied in this work.

Composition Growth conditions

Tb7Fe73Ga20 TbFe2. DC: 50 W
Fe3Ga. DC: 90 W

Tb10Fe73Ga17 TbFe2. DC: 70 W
Fe3Ga. DC: 90 W

Tb11Fe73Ga16 TbFe2. DC: 90 W
Fe3Ga. DC: 90 W

TbFe-90 TbFe2. DC: 90 W
TbFe-60 TbFe2. DC: 60 W
TbFe-50 TbFe2. DC: 50 W
FeGa-90 Fe72Ga28. DC: 90 W
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structure as pure Fe [25,26]. The main diffraction peak that is
usually observed corresponds to the (110) diffraction. This peak is
shifted towards lower diffraction angles reflecting the increase of
the lattice parameter because of the introduction of Ga in the bcc
Fe matrix. For that reason, XRD reveals the presence of Fe-Ga
alloys when the detected diffraction peaks of the Fe-bcc struc-
ture are shifted to account for this increase of lattice parameter
as we have previously reported in Ref. [23]. Apart from this, it is
clearly observed a diffraction peak associated with the TbFe2 in
Fig. 2. Experimental XANES data for the binary and ternary allo
that same reference. The diffraction peak related to Fe-Ga shows
a decrease of its intensity as the Tb content increases along the
studied range, whereas the peak related to TbFe2 exhibits the
opposite behavior [23]. This phenomenon is accompanied by an
enhancement of the out-of-plane component of the magnetiza-
tion. Nevertheless, the microstructure at the local range is not
completely clear as it has been inferred from indirect measure-
ments such as magnetization as a function of the temperature. In
this work, we address the study of microstructure by x-ray ab-
sorption fine structure spectroscopy (XAFS) and its dependence
with the Tb content in these Tb-Fe-Ga ternary alloys.
2. Experimental techniques

Samples were deposited at room temperature on 5 � 4 mm2

glass substrates. Two targets with a nominal composition of
Tb33Fe67 and Fe72Ga28 with a diameter of 5 cm and a thickness of
2 mm were employed to co-sputter the alloys (Fig. 1). The deposi-
tion was performed in the oblique incidence, being the angle of
incidence between each target and the substrate of about 25� and
the distance between targets and substrate of 9 cm, i.e. smaller than
in other works [21,22,24] and the same than in Ref. [23]. Before the
deposition of each sample, the base pressure was below
4 � 10�7 mbar. The Ar pressure was 2 � 10�3 mbar to evaporate all
the layers: buffer, capping, ternary Tb-Fe-Ga alloys, and binary Fe-
Ga and Tb-Fe films. To obtain samples with different compositions,
we have fixed a DC power of 90 W in the Fe72Ga28 being modified
the DC power between 50 and 90 W in the Tb33Fe67 target. In this
way, we have managed to obtain the following alloys: Tb7Fe73Ga20,
Tb10Fe73Ga17, and Tb11Fe73Ga16. The growth rate for Tb7Fe73Ga20
and Tb10Fe73Ga17 was 0.4 nm/s, and 0.5 nm/s for Tb11Fe73Ga16,
respectively. The time of deposition was controlled to obtain a
thickness of around 320 nm that was ex-situ measured bymeans of
an Alphastep profiler. The XRD in the Bragg-Brentano configuration
and some magnetic characterization of the ternary layers can be
found elsewhere [23]. We have also grown binary Fe-Ga and Tb-Fe
layers for further comparisons. Taking into account the growth
conditions used for the ternary alloys, we have deposited a Fe-Ga
film with a DC power of 90 W in the Fe72Ga28 target, and three
ys at the (a) Tb L3-edge, (b) Fe K-edge, and (c) Ga-K edge.



Fig. 3. Experimental EXAFS data and best fits of the ternary TbFeGa alloys at the (a) Tb L3-edge, (b) Fe K-edge, and (c) Ga-K edge.
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Tb-Fe films with a DC power of 50, 60 and 90W in the TbFe2 target.
We will denote these binary films as: FeGa-90, TbFe-50, TbFe-60
and TbFe-90, respectively (Table 1). Mo 20 nm thick was used as
buffer and capping layers for all the samples. They were grownwith
a DC power of 90 W.

Standard XAFS experiments were carried out in Tb-Fe-Ga, Fe-
Ga and Tb-Fe thin films. XAFS spectra were acquired in the Tb L3-
edge, Fe and Ga K- edges in fluorescence yield mode merging
from 3 to 4 single spectra. Extended x-ray absorption fine
structure (EXAFS) spectra were acquired upon photoelectron
wavenumber values of 15 Å�1 for the Fe and Ga K-edges and
upon 10 Å�1 at the Tb L3-edge. The EXAFS analysis were per-
formed employing scattering paths calculated with FEFF8.4 code
[27] using modified crystallographic structures of Fe bcc [28] to
obtain the Fe-Ga and TbFe2 structures [29] being both phases
included to simulate the data of the ternary alloys. The Demeter
software [30] was utilized for reducing the raw EXAFS data and
the corresponding fits in r and k spaces. The range for the fittings
were DR ¼ 1e4 Å and Dk ¼ 1.8e12 Å�1 in Fe and Ga K-edges and
DR ¼ 1e3 Å and Dk ¼ 2e7 Å�1 in the Tb L3-edge. For the fits, the
number of atoms for each atomic path or coordination number
has been set to the nominal value of the FEFF calculation, except
for the shells including Tb. A careful energy calibration was
performed, therefore the energy shift (DE0), was set free for
convergence reasons but never exceeded ±7 eV.

At room temperature, in-plane hysteresis loops were carried out
in a vibrating sample magnetometer (VSM). In the VSM we can
rotate the sample being possible to measure the in-plane loops at
different angles between the applied magnetic field and the in-
plane reference direction, which is taken in the sputtering beam
direction (Fig. 1). We denote 0� when the applied magnetic field is
applied in the reference direction.
3. Results and discussion

The XAS spectra at Tb L3-edge for the ternary: Tb7Fe73Ga20,
Tb10Fe73Ga17, and Tb11Fe73Ga16, and the binary alloys: TbFe-50,
TbFe-60 and TbFe-90 have been compared. X-ray absorption near
edge structure (XANES) and Fourier Transform (FT) of the EXAFS
spectra are included in Fig. 2 (a) and 3 (a). At first look, differences
are clearer appreciated in the ternary in comparison to the binary
alloys. Among the ternaries, the increase in Tb content is concom-
itant with the increase of the edgewhite line intensity. A closer look
to the local range of the ternary alloys, tackled by fitting the EXAFS
spectra (Fig. 3 a), allows to observe that the Tb spectra have in
average a low degree of structure. There is a lack of defined features
beyond the first shell, which has been firstly fitted considering a
unique Tb-Tb shell. Large to very large Tb-Tb shell distance vari-
ances (s2) are obtained in the spectra fittings (Table 2). In the
studied Tb-Fe binary alloys we fitted the spectra by considering a
TbFe2 structure and we observe that the coordination (N) of the Tb-
Tb shell reaches the maximum at 60 W, also coinciding with the
highest shell distance (R) and s2 (Table 2). The s2 values are lower in
the binary respect to the ternary alloys in all cases. For the ternaries,
the Tb structure in the lowest Tb content (7 at. %) layer shows two
sub-shells. The distance of the first sub-shell is smaller than the
corresponding to the TbFe2 structure whereas the second sub-shell
shows a best fit to TbFe2. When increasing the Tb content a
decrease in the shell variances and in the Tb-Tb shell distances can
be observed (Table 2). In this case, a good agreement is achieved by
considering a unique Tb-Tb shell with 7e8 coordination. All these
results can be explained as follows. First of all, the first shell at
about 1.6 Å can be related to the presence of Fe interstitials in the
TbFe2 structure of the ternary alloy with the lowest Tb content. The
larger s2 values obtained in the ternary compared to the binary
alloys indicate higher degrees of static disorder in the ternaries. In
them, the progressive decrease of this parameter for increasing Tb
contents points to a higher segregation of Tb to form TbFe2, as
already pointed out by the diffraction studies [23]. In fact, the
development of a more segregated TbFe2 phase should be the
reason for the sharpening of the white line in the XANES upon the
increase of Tb [31].

The Fe K-edge experimental data are in agreement with the
Tb L3-edge. In the XANES region of the binary Tb-Fe alloys no
detectable differences have been observed amongst them (Fig. 2
b). More information has been obtained from the local structure
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parameters inferred from EXAFS. The binary alloys show a
considerable increase in the Fe-Tb shell distance and s2 upon the
increase of the Tb content (Fig. 3 b and Table 2). At the Fe K-edge,
in contrast to what happens at the Tb L3-edge, the increase of s2

can be taken as an indication of a higher proportion of TbFe2
because the enhancement of a secondary phase is expected to
increase the disorder in the local environment of Fe. In the case
of the ternary alloys, we observe that the raise of Tb content is
also accompanied by the increase of shell variance that can be
again related to the TbFe2 segregation. The highest Tb content
ternary alloy (11 at.%) shows the most different spectral features
respect to the other layers, which is also evidenced in the
distortion of the XANES spectrum respect to the 7 and 10 at.% Tb
alloys (Fig. 2 b).

The data at the Ga K-edge corresponding to the ternary alloys
are completely fitted by considering a Fe-Ga structural phase (Fig. 2
c) and suggest that, at least from the local point of view, there is not
coexistence of Tb and Ga in a common phase (Fig. 3 c). The
experimental data indicates that the Fe-Ga structure may be locally
conserved for Tb contents between 7 and 10 at. % since parameters
inferred from EXAFS are quite similar to the binary alloy (Table 2).
However, for the highest Tb content the structure starts to become
more distorted. This means that once a certain Tb in the alloy is
Table 2
EXAFS parameters obtained from best fits of the experimental data: N, R, s2, the theoreti

Edge Layer shell N

Tb (L3) TbFe 50 Tb-Tb 5(1)
TbFe 60 Tb-Tb 8(1)
TbFe 90 Tb-Tb 7(1)
Tb7Fe73Ga20 Tb-Tb/Fe interstitial 2(1)

Tb-Tb 7(1)
Tb10Fe73Ga17 Tb-Tb 8(1)
Tb11Fe73Ga16 Tb-Tb 7(1)

Fe (K) TbFe-50 Fe-Fe 8
Fe-Tb 2(1)
Fe-Fe 12

TbFe-60 Fe-Fe 8
Fe-Tb 12(1)
Fe-Fe 12

TbFe-90 Fe-Fe 8
Fe-Tb 12(1)
Fe-Fe 12

FeGa-90 Fe-Fe 8
Fe-Ga 6
Fe-Fe 8

Tb7Fe73Ga20 Fe-Fe 8
Fe-Fe 6
Fe-Tb 3(1)
Fe-Fe 12

Tb10Fe73Ga17 Fe-Fe 8
Fe-Fe 6
Fe-Tb 1(1)
Fe-Fe 12

Tb11Fe73Ga16 Fe-Fe 8
Fe-Fe 6
Fe-Tb 2(1)
Fe-Fe 12

Ga (K) FeGa-90 Ga-Fe 8
Ga-Ga 6
Ga-Fe 9

Tb7Fe73Ga20 Ga-Fe 8
Ga-Ga 6
Ga-Fe 9

Tb10Fe73Ga17 Ga-Fe 8
Ga-Ga 6
Ga-Fe 9

Tb11Fe73Ga16 Ga-Fe 8
Ga-Ga 6
Ga-Fe 9
reached (11 at. %), the formation of a rather high proportion of
TbFe2 in the layer affects the structural short-term order in the Fe-
Ga phase, evidenced by a large increase of the shell distance vari-
ances. This last hypothesis seems to find an additional evidence in
the distortion of the Ga K-edge XANES for the highest Tb content
alloy.

The local structure modifications have correlation with the
observed magnetic behavior of layers. All the studied ternary thin
films exhibit a clear uniaxial magnetic anisotropy in the sample
plane, being the direction of the easy axis coinciding with that of
the sputtering beam (Fig. 1 for the scheme and Fig. 4 a, c, and e for
magnetic measurements). However, the hysteresis loops in the easy
axis do not exhibit a completely square shape (Fig. 4 b, d, and f) and
it can be appreciated a linear behavior as the magnetization ap-
proaches the saturation being more pronounced in the layer with
the highest Tb content. This linear behavior is not present in the
easy axis of the binary alloy FeGa-90 (Fig. 5) and therefore, it is not
related to the Fe-Ga phase existing in the ternary alloys. This linear
behavior is also present in the in-plane hard axis of the ternaries
alloys being promoted a widening of the low-field region of the
loops (Fig. 4 b, d and f). This feature is more evident in the highest
Tb content ternary film and it is not present in the FeGa-90 layer
(Fig. 5). A linear behavior in the in-plane hysteresis loops is
cal to experimental energy shift (DE0) and the fitting correlation coefficient (r-coef).

R (Å) s2 (Å2) DE0 (eV) r-coef

2.49(2) 0.011(1) 4(1) 0.02
2.52(2) 0.020(2) 7(1) 0.02
2.51(2) 0.016(1) 5(1) 0.04
1.63(2) 0.025(3) 2(1) 0.03
2.57(2) 0.030(2) 2(1) 0.03
2.49(2) 0.022(2) 4(1) 0.03
2.49(2) 0.017(2) 4(1) 0.03
2.44(2) 0.013(1) �6(1) 0.01
2.94(2) 0.026(2) �6(1) 0.01
3.97(2) 0.028(2) �6(1) 0.01
2.42(2) 0.016(1) �7(1) 0.01
2.98(2) 0.04(1) �7(1) 0.01
3.97(2) 0.028(2) �7(1) 0.01
2.47(2) 0.014(1) �4(1) 0.04
3.02(2) 0.06(1) �4(1) 0.04
4.02(2) 0.028(2) �4(1) 0.04
2.56(1) 0.0060(5) �6(1) 0.03
2.96(2) 0.025(3) �6(1) 0.03
4.04(2) 0.018(1) �6(1) 0.03
2.48(1) 0.0070(5) �5(1) 0.02
2.87(2) 0.014(1) �5(1) 0.02
3.05(2) 0.011(1) �5(1) 0.02
4.06(2) 0.0106(5) �5(1) 0.02
2.49(1) 0.0069(5) �3(1) 0.05
2.88(2) 0.0087(5) �3(1) 0.05
3.06(2) 0.027(2) �3(1) 0.05
4.07(2) 0.011(1) �3(1) 0.05
2.50(1) 0.015(1) �4(1) 0.02
2.89(2) 0.016(1) �4(1) 0.02
3.07(2) 0.044(3) �4(1) 0.02
4.09(3) 0.027(2) �4(1) 0.02
2.51(1) 0.0070(5) �1(1) 0.01
2.90(1) 0.022(2) �1(1) 0.01
4.10(3) 0.013(1) �1(1) 0.01
2.51(1) 0.0077(5) 1(1) 0.02
2.90(1) 0.013(1) 1(1) 0.02
4.10(2) 0.027(2) 1(1) 0.02
2.51(1) 0.0078(5) 1(1) 0.02
2.90(2) 0.018(1) 1(1) 0.02
4.10(3) 0.010(1) 1(1) 0.02
2.53(1) 0.012(1) 2(1) 0.01
2.92(2) 0.022(2) 2(1) 0.01
4.12(2) 0.022(2) 2(1) 0.01
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indicative of the presence of a weak perpendicular anisotropy
[10,32,33], and its enhancement reflects the increase of the out-of-
plane component of the magnetization with the Tb content [23].
Considering the local range structural information, the out-of-
plane component of magnetization seems to be related to the
enhancement of TbFe2 phase, because of the phase segregation
promoted upon the increase of Tb. This would be in agreement with
previous results about ternary Tb-Fe-Ga compounds in which the
same explanation was concluded by means of indirect
Fig. 4. Polar plot of the remanence as a function of the angle of the applied field with respec
0� . (a) Tb7Fe73Ga20 (c) Tb10Fe73Ga17, and (e) Tb11Fe73Ga16. Hysteresis loops in the in-pla
Tb11Fe73Ga16.
measurements [22e24].
4. Conclusions

In summary, the current results show the correlation between
the Tb content and the microstructure evolution in Tb-Fe-Ga alloys.
By means of an exhaustive characterization performed by XAFS we
have determined how the phase segregation of TbFe2 is controlled
by the Tb content in the layer. Because the Tb content is determined
t to the reference direction, i.e. the incidence sputtering beam direction that is taken as
ne easy (0�) and hard directions (90�) for (b) Tb7Fe73Ga20 (d) Tb10Fe73Ga17, and (f)



Fig. 5. Hysteresis loops in the in-plane easy (0�) and hard (90�) directions for the
binary FeGa-90 film.
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by the growth power, we show the possibility of tuning the layers
local structure by means of the growth power in the TbFe2 target.
The phase segregation directly affects the in-plane magnetic
behavior which also reflects the enhancement of the out-of-plane
component of the magnetization.
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